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Journal Name: South Asian Journal of Research in Microbiology
Manuscript Number: Ms_SAJRM_46186

Title of the Manuscript:
antimicrobial activity

Biosynthesis and characterization of silver nanoparticles produced by plant extracts and its

Type of Article:
Original Research Article

PART 2:

FINAL EVALUATOR’S comments on revised paper (if any)

Authors’ response to final evaluator's comments

01. Author try to make errorless but author should rewrite the conclusion in
separate paragraph.

02. Absorbance bands wereobserved at 1619, 1522, 1340, 1160 cm™. These
absorbancebands are known to be associated with the stretching vibrations for —
C—-C- [(in-ring) aromatic], C—O—C (ethers) and C—O (—C-OH).

There are four peak but three bonds are given ???

01. We rewrite the conclusion in separate paragraph.
02. We corrected it according to the reviewer’'s comments.
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